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Note:  Within conservation areas: -

1. Concrete conservation type edgings shall be used in place of the
 standard BS EN 1340 edgings.
2. Surface course shall be HRA 30/14 surf 40/60 laid to 40mm with
 binder course of HRA 50/14 bin 40/60 laid to 40mm. 
3. Golden Gravel comprising 30% stone content with 10mm/14mm
 clear resin coated gravel chippings shall be rolled into the surface of
 the HRA surface course at a rate of 5.2kg/sq.m to give 50% shoulder
 to shoulder coverage.

HRA 15/10 surf 40/60
surface and binder course laid in 2 x 25mm layers

or
AC 6 dense surf or AC 10 close surf 70/100 surface

course laid to 20mm with AC 20 dense bin 40/60 rec
binder course laid to 50mm

on
150mm Type 1 granular sub-base
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50mm x 150mm
concrete �at top edging

to BS EN 1340

Verge Crossing (Unkerbed) - 
Typical Residential Access Details

Joint with Carriageway Detail

Edge of existing carriageway

Joint to be sawn and sealed

150mm

Plan

3.66m minimumEdge of
existing carriageway

Verge
< 2m wide

Highway boundary

Garden/
private land

Verge
> 2m wide

Highway boundaryResidential access - 2.75m minimum (3 No. edgings)

2m or to highway
boundary whichever

is the greatest

50mm x 150mm
concrete �at top edgings

to BS EN 1340


